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SECTION 07160 

BITUMINOUS DAMPPROOFING 

 

PART 1   GENERAL 

 

1.1 RELATED DOCUMENTS 

 

A. The provisions of the General Conditions, Supplementary Conditions, and the Sections included 

under Division 1, General Requirements, are included as a part of this Section. 

 

1.2 SUMMARY 

 

A. The Work required under this Section consists of bituminous dampproofing and related items 

necessary to complete the Work, including: 

1. Cold applied asphalt bitumen dampproofing. 

2. Protective covering. 

B. Provide labor, materials, and equipment necessary for providing necessary coatings to stop 

moisture penetration through surfaces of walls below grade. 

C. Apply to interior masonry or concrete walls below grade, which have additional layers of metal 

framing and gypsum board. 

D. Apply to concrete faces of inclined ramp that are below grade. 

 

1.3 REFERENCES 

 

A. ASTM D41 – Standard Specification for Asphalt Primer Used in Roofing and Waterproofing 

B. ASTM D43 – Standard Specification for Coal Tar Primer used in Roofing, Dampproofing and 

Waterproofing 

C. ASTM D449 – Standard Specification for Asphalt Used in Dampproofing and Waterproofing. 

D. ASTM D450 – Standard Specification for Coal Tar Pitch Used in Roofing, Dampproofing and 

Waterproofing 

E. ASTM D1187 – Standard Test Method for Asphalt-Base Emulsions for Use as Protective 

Coatings for Metal. 

F. ASTM D2822 – Standard Specification for Asphalt Roof Cement 

G. ASTM D3747 – Standard Specification for Emulsified Asphalt Adhesive for Adhering Roof 

Insulation 

H. NRCA (National Roofing Contractors Association) - Waterproofing Manual. 
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